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CLIENT Palziv North America 

    

TEST METHOD CONDUCTED Water Penetration by Impact  

   

    

  DESCRIPTION OF TEST SAMPLE 

IDENTIFICATION HQ Living Carpet Cushion - 7/16" Green 

 

 

GENERAL PRINCIPLE 

After applying 20 ml of tinted, distilled water to the pile surface of the test sample, it is then 

subjected to impacts of approximately 10 lbs/square inch.  A white paper towel beneath the sample is 

then inspected for evidence of penetration by the water.  Testing may be continued, if requested, until 

water penetration is detected.  

 

 
TEST RESULTS      

 

NUMBER OF CYCLES RESULTS 

10,000 No Penetration 

 


